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Fig. 3.—Cross sections of matched “a8h” eucalypt logs showing: L.H.S., typical
degrade developed during unprotected storage through a summer; R.H.S., high
degree of protection provided by water sprays during storage through a summer.

As mentioned above, the plastic film failed
early in the test and a full analysis of this
treatment was not possible. However, the
estimated cost of covering a log pile holding
2,000,000 super ft would be about £7000,
assuming that such a cover was a practical
possibility. Even if two uses were obtained
from such a cover, and the logs were main-
tained in as good a condition as those held
under water sprays, the annoal net savings
would be small.

The results indicated that of the treatments
tested, a properly designed and efficiently
operated water spray system is, without doubt,
the most effective and economic method of
protecting hardwood logs during storage. On
the other hand, end coating methods such as
treatment 6 gave quite good protection and

Fig. 4.—End coatings being applied by a lance attach-
ment to a mobile pressure-pot spraying system.

have the advantage of not requiring special-
ized handling equipment or ground consoli-
dation such as may be required with water
spray piling.

Australian Timber Handbook
THE SECOND EDITION of “The Australian
Timber Handbook™ by N. K. Wallis is now
on sale through various technical bookshops
at 42/- per copy. This is a revision of the
previous handbook, published under the
auspices of the Timber Development Associ-
ation of Australia, but has been enlarged and
brought up to date in many respects. It is a
text book that will fill a need that has been
felt for some time.

The first edition was printed in 1956 and
supplics were soon exhausted. For several
years now, it has been impossible to obtain
copies of this handbook; therefore the
appearance of the second edition will be
welcomed by all educational institutions and
individuals interested in timber.

In the new edition there are additional
chapters on finger jointing, mosaic parquetry
and wood blocks, densities of some Australian
timbers, and technical standards in the
timber industry. Most of the other chapters
have been revised and, in some part, re-
written; the references have been brought up
to date. The format and printing of the new
edition are superior to those of the old, and
it is a first-class text book which all timber
people will want to have at hand.

CORRECTION

Newsletter 297, June 1963, p. 2, Fig. 1: The
lower group of specimens should be reversed,
i.e. the badly attacked specimen at the extreme
right should match up with the specimen at
the extreme left, etc.
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